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WHY WE CRACK SEAL  

ÅTo prevent moisture 

and incompressible 

items such as dirt, 

stone and salt from 

entering into the 

asphalt. 



Spring or Fall: From 5 to 20 Deg C or 40 ð 70 Deg F 

When should cracks be 

sealed  

ÅWithin the first year after they occur because 

base, sub-base and Hot Mix Asphalt 

deterioration begins when cracks appear. 



Seal It Now 


